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Lha ; Technologies(Qingdao) Co., Ltd
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Testing Report

&S : Byne20062901B00-1 WEHB. 2020087 H 1 H
No.:Byne20062901B00-1 Date: Jul.6, 2020

RICRAAR: CEEFHUAFERER (FH) FRAR
(Client name): Elo Automated Stainless Steel Technologies(Qingdao) Co., Ltd

ZACa bl LR T S i IR PH X Ha e B
(Client address): 101 5 No. 101, Yanyang Road, Chengyang District, Qingdao, China

FEm AR AR

(Sample name): Evaporator

FEamitts. /
(Sample Bath No.):/

R 5847

(Sample description): In good condition

BB E B 20204 6 H 24 H
(Date of sample received): Jun.24, 2020

WX HHH: 202046 H24 H & 20204£7H 6 H
(Testing period): Jun.24, 2020 to Jul.6, 2020

WARER: AR 2 ZESRBEAT I

(Testing requirements): Test according to customer requirements

MR T35 180 16232-2-2007. DIN 8964-2:2002
(Test methods): ISO 16232-2-2007. DIN 8964-2:2002

WAL e /

(Conclusion):/

Prepared by Approved by

VEE S I (note)
1. AR E WAL R R 3t HKFEF T, The result(s) shown in this report refer only to the sample(s) tested.
2. TFCRALX AR M KA RS B E LM FT. The client is responsible for the sample information.
3. FAFR3HRRLE R 51 7. We assume responsibility only for the result(s) of the test.
4 REKATBERR, FEHAHEHEME. This report cannot be used for publicity, without written consent of the BYNE.
5. A4S RAERRIATE RLEH . Thic report is for recearch purpocas only.
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Testing Report
®EHS: Byne20062901B00-1 WEBEH: 202047 H 1 H
No.:Byne20062901B00-1 Date: Jul.6, 2020

FMEE R Result(s)

. AL AR TER W R BATHUH
WA TN H (Items) ) " )
(Unit) (Index) (Results) (Determinant)
BRK 5y ERLE .
Maximum cutting mm <0.5 0.38 -
. ; Pass
particle size
BRI o
Maximum grain mm <0.1 0.04 ;’
ass
BEIEE particle size N
Cleanliness wY B P
*Eﬁ,/m _ mg/m? <3000 1952 - &
Compatible oil Pass e
= *ﬁ g m PAS :g;r,
# il mg/m? <60 36 - D
Incompatible oil Pass
U R &
el , mg/m? <40 23 -
Insoluble residue Pass
#iEWNote): /

#*#3f% % 45 3 (The End)***

EEET(note)
1. AR &R B Q0P # . The result(s) shown in this report refer only to the sample(s) tested.
2. ZACRACIEARE & R HAR (S BE LM M F. The client is responsible for the sample information.
3. AT ARG R HF. We assume responsibility only for the result(s) of the test.
4 REKNTREFR, TEHIEHARSE. This report cannot be used for publicity, without written consent of the BYNE.
5. Ak RYEARIIREMERM . This report is for research purposes only. =2 W I 2 T
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